
Plant P003-King Creek

Product 197-3-Gravel Backfill for Walls

Sample No 1902998431

Date Sampled 04/01/2015 09:18

Sampled By RYAN HOGG

Type Production

Sample Information

Method Stockpile

Location

Weather

Temp

Split Sample Sequence

Resample Code

Sea-Tac A and Sand 1:1

Test Note

Other

Process washed and dried

Ledge

19029984319-03.12(2) Gravel Bk Fill WallsSpecification

Lot / Sublot

Quad / Quantity

Gradation Results
RYAN HOGGTested ByDate Completed 04/01/2015 09:18

Moist Mass Dry Mass

17.25

Wash Mass

16.98

Moisture % Wash Loss %

1.6

Unit

lb

Sieve Mass Retained
Cum Mass

Retained % Passing Target Comment% Retained Specification
Ind %

Retained

Procedure

4" (100mm) 0.0 0.0 100.00.0 100-1000.0

2" (50mm) 0.0 0.0 100.00.0 75-1000.0

#4 (4.75mm) 6.6 6.6 61.638.4 22-6638.4

#40 (0.425mm) 4.9 11.5 33.166.928.5

#200 (75um) 5.4 17.0 1.6298.38 0-531.48

Pan 0.0 17.0 0.00100.001.62

Gradation Test With Sieve Chart Report

Washington Rock Quarries, Inc.StonemontQC 02/19/2016


